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Processing option : All elements analyzed (Normalised) 
 
Spectrum      C O Al Cl Total
      
Spectrum 1      31.41 48.71 11.99 7.89 100.00
      

Max.             31.41 48.71 11.99 7.89  
Min.             31.41 48.71 11.99 7.89  

      
      

 
 
All results in Weight Percent 
 

Comment: Lifted Wire 


